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Competitors MS-Polymer 

Dinitrol 700 Dinitrol 705 Dinitrol 710

Simson                 

ISR 70-03

Simson                   

ISR 70-06

Simson    

ISR 70-07

Terostat-9120 Terostat-9220 Terostat-9320

sprayable                    

seam sealant

sealant                 

adhesive

sealant                 

adhesive

sealant                 

adhesive

sealant                 

adhesive

sprayable                   

seam 

sealant

sealant adhesive

sprayable                   

seam sealant

Colour grey, black white white, black

white, grey, 

black

white, black grey, black

white, grey, 

black

black grey, black

Density ~ 1.48 g/cm³ ~ 1.64 g/cm³ 1.44 g/cm³ 1.4 g/cm³ 1.4 g/cm³ 1.4 g/cm³ ~ 1.45 g/cm³ 1.4 g/cm³ 1.6 g/cm³

Skin 

formation 

~ 25 min ~ 25 min ~ 25 min ~ 10 min ~ 15 min ~ 30 min ~ 10 min 10 - 20 min 10 - 20 min

Shore A 

hardeness

~ 40 ~ 32 ~ 42 ~ 55 ~ 50 ~ 45 ~ 50 55 - 60 ~ 65

Cure rate ~ 3 mm / 24h ~ 3 mm / 24h ~ 3 mm / 24h ~ 3 mm / 24h ~ 3 mm / 24h ~ 2 mm / 24h ~ 3 mm / 24h 3.5 mm / 24h 4 mm / 24h

Elongation 

at break

~ 270 % ~ 350 % ~ 500 % ~ 250 % ~ 175 % ~ 175 % ~ 250 %

Tensile 

strength

~ 1.6 Mpa ~ 0.8 Mpa ~ 3.0 Mpa ~ 2.6 MPa ~ 1.7 Mpa ~ 1.5 Mpa ~ 2.5 MPa ~ 3.3 MPa

Paint 

compatibility

wet-on-wet,                 

up to 5 days

wet-on-wet,                 

up to 5 days

wet-on-wet

after 20 min,        

best results 

within 4 h

after 20 min,        

best results 

within 4 h

wet-on-wet

wet-on-wet,                     

3 days max.

after 20 min, 

36 h max.



Dinol



Teroson



Bostik


