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Competitors PU-Polymer 

Dinitrol 410 UV Sikaflex-221 Sikaflex-222 UV Körapur 140 Terostat-9100 Terostat-9200

Colour white, grey, black

white, grey, black, 

brown

white, black white, grey, black white, grey black

Density ~ 1.26 g/cm³ ~ 1.25 g/cm³ ~ 1.25 g/cm³ ~ 1.2 g/cm³ ~ 1.20 g/cm³ ~ 1.20 g/cm³

Skin formation 

time

~ 25 min 45 - 60 min ~ 50 min ~ 45 min ~ 20 - 45 min ~ 20 - 45 min

Cure rate ~ 3 mm / 24 h 3 mm / 24 h 3 mm / 24 h 3 mm / 24 h ~ 4 mm / 24 h ~ 4 mm / 24 h

Shore A 

hardeness

~ 46 ~ 40 ~ 35 ~ 55 ~ 45 ~ 45

Elongation at 

break

> 600 % ~ 600 % > 500 % ~ 400 % ~ 350 % ~ 350 %

Tensile 

strength

~ 2.2 N/mm² ~ 1.8 N/mm² ~ 3 N/mm² ~ 4 N/mm² ~ 1.7 N/mm² ~ 1.7 N/mm²

Tear elongation 

resistance

> 8 N/mm² ~ 6 N/mm² ~ 4.5 N/mm² ~ 7 N/mm² ~ 11 N/mm² ~ 11 N/mm²

Shelf Life 12 Months 12 Months

9 Months 

(Cartridge)

6 - 9 Months 12 Months 12 Months


